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Domestic survey data and tables were prepared by Robin C. Kaiser, statistical assistant, and the world production table was 
prepared by Glenn J. Wallace, international data coordinator.

in 2014, u.S. niobium apparent consumption (measured in 
contained niobium) was 10,000 metric tons (t), 23% more than 
that of 2013; u.S. tantalum apparent consumption (measured 
in contained tantalum) was 479 t, 84% more than that of 2013. 
No domestic mine production of niobium or tantalum ore was 
reported. Compared with that of the previous year, niobium 
content of world production of niobium minerals decreased 
slightly, whereas tantalum content of world production was 
about the same. u.S. imports of tantalum materials (based on 
gross quantity of imports) increased by 19%, and u.S. exports 
of tantalum materials (based on gross quantity of exports) 
increased slightly. u.S. imports of niobium materials (based on 
gross quantity of imports) increased by 29%, and u.S. exports 
of niobium materials (based on gross quantity of exports) 
increased by 140%. The leading use of niobium was as an 
alloying element in high-strength low-alloy (HSla) steel. The 
leading use of tantalum was in electronic capacitors.

because the united States has no niobium or tantalum reserves, 
domestic supply has been a concern during every national military 
emergency since World War i. World niobium and tantalum 
resources and mining capacity are geographically concentrated 
in brazil (niobium and tantalum) and Canada (niobium) in the 
Western Hemisphere and burundi (tantalum), Congo (Kinshasa) 
(tantalum), mozambique (tantalum), and Rwanda (tantalum) in 
the Eastern Hemisphere. World niobium and tantalum reserves 
are adequate to meet anticipated world demand. materials for 
recycling and stocks are the only domestic supply sources of 
niobium and tantalum.

Traded tantalum materials included chemicals, metal, 
potassium heptafluorotantalate (commercially known as K-salt), 
residue, scrap, slag, and tantalum ore and concentrate. K-salt and 
tantalum oxide do not have unique Harmonized Tariff Schedule 
of the united States (HTS) codes. as a result, a potentially large 
part of tantalum material trade is undocumented. The absence 
of unique HTS codes for these tantalum materials eliminates 
movement transparency for those materials and thereby may 
facilitate covert movement of illicit materials.

Legislation and Government Programs

The defense logistics agency Strategic materials (dla 
Strategic materials), u.S. department of defense, did not  
designate niobium or tantalum materials for disposal under  
its fiscal year 2015 Annual Materials Plan (Defense Logistics 
agency Strategic materials, 2014a); however, the dla Strategic  
materials designated a ceiling quantity of 104.5 t of 
ferroniobium for acquisition and requested an additional 
187,000 pounds of tantalum (defense logistics agency 
Strategic materials, 2014b; under Secretary of defense for 
acquisition, Technology and logistics, 2015, p. 8).

Tantalum was identified as a “conflict mineral” by the Dodd-
Frank Wall Street Reform and Consumer Protection act. The 
u.S. Securities and Exchange Commission (SEC) (2012) ruled 
that United-States-listed companies that use conflict minerals 
must report annually if any of those minerals originated in 
Congo (Kinshasa) or an adjoining country.

Production

The leading marketable niobium materials are ferroniobium 
and niobium metal, ore, and oxide. The leading marketable 
tantalum materials are tantalum metal (unwrought and wrought 
alloys, metal, and powder), ore, and scrap. in 2014, neither 
niobium nor tantalum domestic mine production was reported. 

NioCorp developments ltd. reported 180 million metric tons 
(mt) of resources, of which 80.5 mt were indicated resources at 
0.71% niobium pentoxide (Nb2o5) and 99.6 mt were inferred 
resources at 0.56% Nb2o5 at its Elk Creek, NE, property. Elk 
Creek was thought to be the only primary niobium deposit being 
developed in the united States (NioCorp developments  
ltd., 2015, p. 5).

Global advanced metals Pty. ltd. (Gam) (australia), a 
vertically integrated tantalum producer, produced capacitor-
grade tantalum metal powder and metallurgical products of 
tantalum, niobium, and their alloys at its boyertown, Pa, plant 
(Global advanced metals Pty. ltd., undated). Gam owned 
tantalum mines and processing facilities in Australia, refined 
tantalum in the united States, and conducted advanced powder 
processing in Japan. Gam produced tantalum powder and 
wire for capacitor anodes, tantalum materials for tantalum 
target production, and tantalum mill products. Gam primarily 
supplied the capacitor market segment; however, it also 
contributed to the superalloy market segment supply (Zogbi, 
2012, p. 22, 56, 63, 65).

Consumption 

domestic consumption data for niobium and tantalum 
materials were developed by the u.S. Geological Survey 
by means of the “Columbium (Niobium) and Tantalum,” 
“Consolidated Consumers,” and “Specialty Ferroalloys” surveys. 
For niobium and tantalum materials, one consumer responded 
to the “Columbium (Niobium) and Tantalum” canvass, about 
70 responded to the “Consolidated Consumers” canvass, and 
one responded to the “Specialty Ferroalloys” canvass. The steel 
industry accounted for about 80% of niobium and tantalum 
reported consumption; other uses, predominantly the superalloy 
industry, accounted for the remaining 20% (table 3).

Niobium ore was beneficiated to concentrates containing 
about 54% Nb2o5. Nb2o5 was produced from the concentrate; 
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ferroniobium or niobium metal, from Nb2o5. Ferroniobium, the 
leading commercial niobium-containing material, was typically 
about 60% niobium and was consumed in the production of 
HSla steel. other uses included the production of niobium 
carbide and chemicals.

The electronics industry was the leading tantalum consumer, 
accounting for more than one-half of tantalum use, and 
electronic capacitors were the leading electronic use. Tantalum 
provides high dielectric constant and oxide layer stability to 
tantalum capacitors, resulting in high volumetric and thermally 
stable capacitance, which are desirable characteristics in some 
applications. bioinertness makes tantalum useful in biomedical 
and surgical applications. ductility and corrosion resistance 
make tantalum mill products useful in chemical processing. 
High-temperature strength and high melting points of tantalum 
and tantalum alloys make tantalum useful in superalloys. a 
wide variety of tantalum chemical uses take advantage of 
specific properties. For instance, tantalum pentoxide increases 
the refractive index of the glass used in camera lenses, tantalum 
carbide increases the toughness of cemented carbide cutting 
tools, and tantalum nitride contributes to the inertness of 
diffusion barriers in microelectronic circuits (burt and Schwela, 
2013, p. 4–13).

aTi Wah Chang, Gam, and H.C. Starck inc. consumed 
niobium and (or) tantalum feed materials to produce intermediate 
niobium and (or) tantalum materials used in industrial 
manufacturing processes and products.

The global distribution of tantalum into end-use markets (in 
2011, the most recent year for which estimates were reported) 
was estimated to have been ingot for sputtering (180 t), mill 
products and other (350 t), powder for alloys (240 t), powder 
for capacitors (860 t), powder for carbide (180 t), and tantalum 
chemicals (410 t). Capacitors are passive electronic components 
used in virtually all electronic circuits. Tantalum capacitor 
material use has been steady despite increased use of tantalum 
capacitors because technological improvements have permitted 
the same capacitive effect to be attained with progressively 
smaller amounts of material. as long as that trend continues, the 
amount of tantalum used in electronic capacitors will remain 
constant. Tantalum targets are used for sputtering thin films 
in semiconductor applications (microelectronic circuits) to 
make barriers that prevent the diffusion of copper into silicon 
substrates (Zogbi, 2012, p. 42–47, 51, 64, 66, 72).

Prices

Niobium and tantalum materials were not openly traded. 
Purchase contracts were confidential between buyer and seller; 
however, trade journals reported composite prices of tantalite 
based on interviews with buyers and sellers, and traders 
declared the value of niobium and tantalum materials that they 
imported or exported. in 2014, the annual average price of 
tantalite ore per pound of contained tantalum pentoxide (Ta2o5) 
was $100.287, a 15% decrease compared with that of 2013. The 
tantalite ore price was $87.500 per pound of contained tantalum 
oxide in december, down 25% from $116.500 in January.

Tantalum ore and concentrate price is described as opaque 
because there is no open market and the only source of price 
data is spot price in trade journals. industrial tantalum ore and 

concentrate producers make long-term contracts that specify 
confidential prices with processors, so the spot price does not 
apply (burt and Schwela, 2013, p. 4–13).

Foreign Trade

Niobium and tantalum material exports from and imports to 
the united States included ferroniobium and niobium chemicals, 
metal, ore, and oxide, and tantalum metal and ore. in 2014, the 
values of foreign trade of these niobium and tantalum materials 
were $227 million for exports (13% more than that of 2013) and 
$780 million for imports (13% more than that of 2013) (table 4).

in 2014, the united States exported 1,110 t of niobium 
contained in niobium materials (154% more than that of 2013)  
and imported 11,100 t of niobium contained in niobium 
materials (30% more than that of 2013) (table 1). The united 
States exported 754 t of tantalum contained in tantalum 
materials (11% less than that of 2013) and imported 1,230 t of 
tantalum contained in tantalum materials (12% more than that  
of 2013) (table 2).

World Industry Structure

brazil and Canada were the leading producers of niobium 
mineral concentrates; Congo (Kinshasa) and Rwanda were the 
leading producers of tantalum mineral concentrates (table 6). 
Tantalum-bearing tin slags, which are byproducts from tin 
smelting, principally from asia, australia, and brazil, were 
another source of tantalum. The leading niobium ore and 
concentrate producers were Companhia brasileira de metalurgia 
e mineração (Cbmm) and anglo american brazil ltd. (a 
subsidiary of anglo american plc) in brazil and iamGold 
Corp. at its Niobec mine in Canada. The leading tantalum ore 
and concentrate producers were artisanal mining operations in 
Congo (Kinshasa) and Rwanda and vertically integrated mining 
operations of aVX Corp. and Kemet Corp. in Congo (Kinshasa), 
which were expected to substantially increase their production 
(Zogbi, 2012, p. 91).

The Tantalum-Niobium international Study Center reported 
annual niobium and tantalum primary production based on 
a survey of its members. Tantalum primary production from 
tantalum concentrates, tin slags, and other concentrates was 
estimated to have been about 700 t of contained tantalum in 
2013, the most recent year for which data were available. 
Niobium primary production from niobium concentrates 
and other concentrates containing more than 2% Nb2o5 was 
estimated to have been about 65,000 t of contained niobium in 
2013 (Tantalum-Niobium international Study Center, 2014).

Niobium 

The world steel industry accounted for approximately 90% of 
world niobium consumption. Niobium is not used in all HSla 
and stainless steels; however, in those grades in which it is 
used, HSla steels contain about 0.05% niobium by weight and 
stainless steels contain 0.04% to 0.08%. HSla steels were the 
leading consumer of ferroniobium; structural steel accounted 
for 45% of world ferroniobium consumption; automotive steel, 
23%; line pipe steel, 16%; and stainless steel, 6%. leading 
world ferroniobium producers were Cbmm (brazil), mineração 
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Catalão de Goias (brazil), and iamGold Corp. (Canada), 
which collectively accounted for most of world niobium 
production and marketed their production as ferroniobium. 
World ferroniobium shipments, measured in contained niobium, 
were 53,500 t in 2012, an increase from 52,200 t in 2011 
(Roskill information Services ltd., 2013, p. 110, 115, 116, 125, 
127, 129, 134).

Tantalum

There are variations in reporting the distribution of world 
tantalum supply sources, but industry analysts’ estimates of 
world supply give a range of mining (51%–74%), recycling 
(18%–26%), and tin slags and synthetic concentrates (8%–12%) 
(Roskill information Services ltd., 2012, p. 17). alternatively, 
tantalum supply (in 2011) was estimated to have come from 
mining (51%), recycling (26%), tin (12%), and inventories 
(11%) (Zogbi, 2012, p. 32). in 2013, tantalum from tin slags was 
thought to be about 25% to 33% of processor output. Recycling 
was thought to have supplied 20% to 33% of processor output 
(burt and Schwela, 2013, p. 4–13).

likely world tantalum resources were reported to have been 
distributed among (listed in descending order of resources) 
South america (41%), australia (21%), China and Southeast 
asia (10%), Russia and the middle East (10%), Central africa 
(9%), other africa (7%), and North america (2%). in 2014, 
Rwanda was the leading mine producer of tantalum minerals 
followed by Congo (Kinshasa) and brazil. The sources of 
tantalum ore production are artisanal and industrial tantalum 
mines; tin mines; and low-grade slag stockpiles, which supply 
processors with concentrates. Recycling supplies processors 
with scrap metal. Tantalum ore and concentrate was supplied 
by artisanal and industrial mines; tin slag, by tin smelters. 
Historically (before the late 1980s), most tantalum was 
produced from tin slags; since then, tantalum mines have 
dominated supply. as tantalum consumption increased in the 
1980s, two integrated processors emerged—Cabot Corp. in 
the united States and H.C. Starck GmbH in Germany. both 
companies spawned subsidiary tantalum processors in other  
countries, taking over 90% of the world market in the 1990s. 
australia was the leading tantalum ore producer until 2008 
when the Greenbushes and Wodgina mines were put on care-
and-maintenance status, leaving brazil as the leading tantalum 
ore producer. Ningxia Non-Ferrous metals Smeltery and other 
Chinese businesses entered the tantalum processing industry. in 
2013, there were also significant tantalum integrated processors 
in Estonia and Kazakhstan (burt and Schwela, 2013, p. 4–13).

World Review

Australia.—australia reported that, as of december 31, 2012, 
Joint ore Reserves Committee (JoRC)-compliant ore reserves 
(as stated in company annual reports and reports to the australian 
Stock Exchange) were 115,000 t of contained niobium and 
29,000 t of contained tantalum, and accessible economic 
demonstrated resources were 205,000 t of contained niobium and 
60,000 t of contained tantalum (mcKay and others, 2014, p. 6).

Pilbara minerals ltd. and Nagrom mining Pty ltd. constituted 
the Tabba Tabba Joint Venture (JV) that planned to mine tantalite 

about 75 kilometers (km) east of Port Hedland, Western australia. 
The mine was planned to start production in 2015. Global 
advanced metals had an offtake agreement. Tabba Tabba JV 
had combined resources of 212,900 t of tantalite ore containing 
0.04% to 0.55% Ta2o5, and an average grade of 0.122% Ta2o5 
(equivalent to about 572,200 lb of Ta2o5). Resources were 
30,100 t at 0.161% Ta2o5 measured, 124,400 t at 0.126% Ta2o5 
indicated, and 58,400 t at 0.0925% Ta2o5 inferred. Reserves 
were 133,000 t at 0.129% Ta2o5, of which there was 32,000 t at 
0.142% Ta2o5 proved and 101,000 t at 0.125% Ta2o5 probable 
(Pilbara minerals ltd., 2014). Pilbara minerals also acquired 
the Pilgangoora tantalum-lithium project from Gam (Pilbara 
minerals ltd., 2015a). Pilgangoora is located just 55 km south 
of Pilbara’s Tabba Tabba Tantalum Project, with the potential to 
provide long-term mine life extension to Tabba Tabba operations. 
Pilbara minerals reported indicated and inferred resources of 
21.7 mt at 0.0224% Ta2o5 containing 10.7 million pounds of 
Ta2o5 (Pilbara minerals ltd., 2015b).

Brazil.—Niobium mine production in brazil was 73,668 t of 
contained Nb2o5 from reserves of 10.7 mt of Nb2o5 in 2013. 
Final products were 73,668 t of Nb2o5 contained in concentrate, 
46,555 t of niobium contained in ferroniobium, and 6,200 t of 
Nb2o5 (Pereira, 2014). brazilian tantalum mine production was 
185 t of tantalum contained in concentrate from reserves of 
36,190 t of tantalum in 2013 (Pontes, 2014).

anglo american brazil ltd. (a subsidiary of anglo american 
plc) mined pyrochlore from a carbonatite deposit. The Catalao 
mine comprised three open pit mines and a processing facility 
near the city of Catalao, Goias State. anglo reported production 
of 4,700 t of niobium contained in ore in 2014 compared with 
4,500 t in 2013. JoRC-compliant (operation plus project) reserves 
in 2014 were 47.4 mt at 0.80% Nb2o5, with resources of 53.6 mt 
at 1.0% Nb2o5 (anglo american plc, 2015, p. 56, 188). anglo 
operated the boa Vista and boa Vista Fresh Rock mines.

Cbmm mined niobium ore from the barreiro carbonatite 
complex near Araxa, Minas Gerais State, and beneficiated the ore 
at the mine site by selectively extracting the pyrochlore minerals 
from which niobium oxide was produced. Cbmm produced 
ferroniobium, nickel-niobium, niobium metal, niobium oxide, 
and high-purity ferroniobium, and had production capacity of 
90,000 t ferroniobium equivalent. Cbmm planned to increase 
production capacity to 150,000 t in 2016 (Companhia brasileira 
de metalurgia e mineração, undated).

mineração Taboca S.a. mined columbite at the Pitinga mine 
in Presidente Figueiredo municipality, amazon State. Taboca 
produced a ferroniobium-tantalum alloy containing 45.00% 
niobium, 4.20% tantalum, and 25.00% iron that was sold for the 
production of niobium and tantalum oxide (mineração Taboca 
S.a., 2013).

mbaC Fertilizer Corp. (2014, p. 11–12) reported araxa 
resources of 28.28 mt at 0.73% Nb2o5. mbaC produced high-
purity niobium and tantalum oxides at the bench scale from the 
Nb2o5 concentrate stream produced in its pilot plant. mbaC 
planned to start mine production in 2015 followed by full-scale 
production in 2016. at full production, mbaC planned to 
produce 742 metric tons per year (t/yr) of Nb2o5 as a byproduct, 
increasing to 1,830 t/yr in 2023. mine life was expected to be 
40 years.
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Companhia industrial Fluminense mineracao S.a. (CiF) 
(owned by amG advanced metallurgical Group N.V.) produced 
niobium and tantalum concentrate at the mibra (Volta Grande) 
mine near Nazareno, minas Gerais State. amG completed an 
Ni 43–101 technical report in 2013. amG reported (measured 
plus indicated plus inferred) resources of 8.88 mt at 0.0310% Ta 
and 0.00588% Nb. amG estimated the mine life at 20 years 
(amG advanced metallurgical Group N.V., 2013; 2015, 
p. 2, 16, 109).

Canada.—Canada reported niobium mine production of 
5,480 t of contained Nb2o5 in 2014 compared with 4,920 t of 
contained Nb2o5 in 2013. No production to Ta2o5 was reported 
for 2014 or 2013. Niobium ore was mined in Quebec (Natural 
Resources Canada, undated a, b).

iamGold (Toronto, ontario) mined niobium contained in 
pyrochlore from the Saint-Honoré carbonatite deposit at Niobec 
inc.’s Niobec mine 15 km northwest of Chicoutimi, Quebec. 
Niobec mill production capacity was 4,500 t/yr of niobium. 
The mill produced concentrate from which Niobec produced 
Nb2o5 that was then converted to standard grade (66% niobium) 
ferroniobium by aluminothermic reduction. in 2014, the Niobec 
mine mined 2,355 t of ore, milled 2,374 t of ore at 0.58% Nb2o5, 
and produced 5,600 t of ferroniobium (FeNb) compared with 
2,831 t mined, 2,348 t milled at 0.56% Nb2o5, and 5,300 t of 
FeNb produced in 2013. (iamGold Corp., 2015, p. 15–16). 
iamGold sought and found a buyer for Niobec in 2014 and 
expected to close the sale in 2015 for $530 million. The sale of 
Niobec consisted of an underground niobium mine; the associated 
processing facilities located in Saint-Honoré-de-Chicoutimi in the 
Saguenay-lac-Saint-Jean region, Quebec; and an adjacent rare-
earth element deposit. magris Resources inc. planned to purchase 
Niobec inc.

China.—Tantalum was mined at Guangxi limu mining Co., 
ltd.; inner mongolia baotou; Jiangxi Yinchun; and Xinjiang 
Keketuohai. ore and concentrate from those operations 
supported the tantalum processing industry, which consisted of 
Conghua Tantalum & Niobium Smeltery ltd., Guangxi limu 
Nonferrous metal Co., Hunan Zhuzhou Hard alloy Factory, 
Jiangxi Jiulong Nonferrous metal Smeltery ltd., and Ningxia 
orient Tantalum industry Co., ltd., among others. Huidian 
Research (2013, p. 16–17, 20–21, 24–25, 34–41, 44) reported 
that more than 92 mines produced tantalum ore from 540,000 t 
of Ta2o5 reserves. more than 70% of tantalum reserves were 
in Guangdong and Jiangxi Provinces and the Nei mongol 
autonomous Region. The leading tantalum mines were Jiangxi 
Yichun Tantalum mine, Fujian Nanping Tantalum mine, 
Guangxi limu mine, Hunan Chaling Tantalum mine, and 
Sinkiang Koktokay mine. These mines and imported tantalum 
materials supplied China’s major tantalum-processing industries, 
which were Ningxia orient Tantalum industry Co. ltd.; 
Sinkiang Nonferrous metals industry Group Rare metals Co., 
ltd.; Conghua Tantalum & Niobium Smeltery; Jiujiang Tanbre 
Co., ltd. (formerly named Jiujiang Tanbre’s Smeltery); and 
Changsha South Tantalum Niobium Co., ltd. Huidian Research 
(2013) forecast 12% growth per year for China’s tantalum 
industry through 2017 to 2022 based on China’s projected 
economic transformation, which was expected to increase 
domestic tantalum demand driven by urbanization and industrial 

transformation to high-technology products that were tantalum-
use intensive.

Jiangxi Nonferrous Geology Survey planned to develop a 
niobium-tantalum deposit in Jiangxi Province. The deposit, 
which was discovered 10 years ago, was reported to have 
proven reserves of 30,000 t of tantalum and 40,000 t of niobium 
(argus minor metals, 2015, p. 11).

Congo (Kinshasa).—Katanga, maniema, North Kivu, 
orientale, and South Kivu Provinces in the eastern part of Congo 
(Kinshasa) host columbite-tantalite deposits; columbite-tantalite 
is known locally as coltan (Fetherston, 2004, p. 71). Columbite-
tantalite was mined in Congo (Kinshasa) by artisanal methods. 
KEmET reported that tantalum raw materials from Kisengo 
mine, Katanga Province, was processed at Tantalum Resources 
(Johannesburg, South africa) (KEmET Corp., 2015). in 2014, 
Congo (Kinshasa) was the second-leading producer of tantalum.

Egypt.—Tantalum Egypt JSC [Gippsland ltd. (Claremont, 
Western australia, australia) and the Government of Egypt] 
planned to mine tantalite from the abu dabbab tantalum-
tin-feldspar deposit and Nuweibi deposits. Tantalum Egypt 
mined tin until September 2013. Gippsland reported 33.18 mt 
of reserves at 0.0252% Ta2o5 at abu dabbab and 142.5 mt 
of resources at 0.0176% Ta2o5 at abu dabbab and Nuweibi. 
Gippsland planned to complete a definitive feasibility study in 
2015 for open pit mining of 2 mt of ore per year, which would 
yield 2,750 t/yr of concentrate grading 10% Ta2o5 and 50% tin. 
Tin smelting would produce tantalum glass grading 20% to 
30% Ta2o5 for which Gippsland has an offtake agreement with 
H.C. Starck GmbH. annual production would be about 270 t of 
tantalum (as Ta2o5 contained in glass) (Gippsland ltd., 2014, 
p. 2–3, 8).

Estonia.—molycorp Silmet (Sillamae) produced 
ferroniobium-tantalum and other niobium and tantalum products 
from raw materials (ferroniobium-tantalum, tantalite, columbite, 
and niobium hydroxide) (molycorp, inc., 2015, p. 11, 44).

Ethiopia.—The Ethiopian mineral development Share 
Company (EmdSC) (addis ababa) owned and managed the 
Kenticha Tantalum mine, which produced tantalite concentrate 
from the tantalite ore with production capacity of about 200 t/yr. 
EmdSC suspended production in april of 2012 (bekele, 2013). 
EmdSC sought investors to develop a tantalite concentrate 
processing plant to produce downstream tantalum products. 
EMDSC negotiated with CVMR Corp. (Canada) for first right 
of refusal to purchase tantalite concentrate (Canadian Council 
on africa, 2014).

Gabon.—Eramet S.a. (Paris, France) planned to build a pilot 
plant to test and prove a recovery process for the mabounie 
polymetallic pyrochlore deposit. The mabounie Project is 
located by the Ngounie River in moyen-ogooue Province, about 
50 km from the town of lambarene. Eramet planned to recover 
niobium, rare earths, and uranium (Eramet S.a., 2014a, p. 27; 
2014b; undated).

Greenland.—Tanbreez Greenland a/S applied for a license 
to explore for niobium and tantalum in addition to feldspar, 
hafnium, rare earths, and zirconium at the Kringlerne/Killavaat 
alannguat deposit in south Greenland. other deposits that are 
prospective for niobium resources are the Safartoq deposit in 
western Greenland and the Qeqertaasak carbonatite. 
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Kazakhstan.—ulba metallurgical Plant JSC, a subsidiary 
of Kazatomprom National atomic Co., produced niobium and 
tantalum products from raw materials (Kazatomprom National 
atomic Co., 2015).

Kenya.—Pacific Wildcat Resources Corp. (Vancouver, British 
Columbia, Canada) explored for niobium and rare earths at 
mrima Hill, where it reported a niobium inferred resource (to a 
cutoff grade of 0.2% Nb2o5) of 94.4 mt at 0.73% Nb2o5 (Pacific 
Wildcat Resources Corp., 2015). Pacific Wildcat planned to 
complete additional metallurgical work to support a Preliminary 
Economic assessment Study for mrima Hill.

Malawi.—Globe metals & mining ltd. (West Perth, Western 
australia, australia), through its Kanyika project, sent niobium 
ore samples to Guangzhou Research institute of Non-Ferrous 
metals (China) to develop a recovery process (mining in 
malawi, 2014).

Rwanda.—Solomon Resources ltd. explored for niobium, 
tantalum, and tin minerals at its Rurembo license prospecting 
area located in muhanga district, Southern Province. Solomon 
targeted Gipfizi Ridge near the town of Gitarama for further 
exploration (Solomon Resources ltd., 2013). in 2014, Rwanda 
was the leading country in mine production of tantalum.

Saudi Arabia.—Tertiary minerals plc awaited an exploration 
license for the Ghurayyah tantalum-niobium deposit (Tertiary 
minerals plc, 2014, p. 11).

Spain.—iberian minerals ltd. [formerly Solid Resources ltd. 
(Vancouver, british Columbia, Canada)] explored for lithium, 
tantalum, and tin minerals at its alberta 1 project. Solid Resources 
planned to update its resource estimates and conduct a scoping 
study (iberian minerals ltd., 2014; Solid Resources ltd., 2014).

Outlook

Niobium.—Pyrochlore is the leading mineral mined for 
niobium. Currently operating niobium mines have abundant 
reserves. Potential new sources of niobium are typically 
associated with the production of other minerals with niobium 
as a byproduct. Niobium minerals are typically converted to  
ferroniobium and other products at the mine site. most 
ferroniobium is used in HSla steel. The intensity of niobium 
use in HSla steel is greatest in developed countries, suggesting 
that there is potential for increased niobium use in steel 
produced in developing nations (Roskill information Services 
ltd., 2013, p. 197–213). Cbmm (brazil) is the leading niobium 
producer followed by anglo american (brazil) and iamGold 
(Canada). No significant change in production distribution is 
anticipated.

Tantalum.—Tantalum mine production is forecast to increase 
to 1,680 t in 2017 from 1,090 t in 2012, which represents an 
average annual growth rate of 9%. in addition, the amount of 
tantalum from tin mining and from recycling is expected to 
increase. The quantity of tantalum produced from tin mining 
will depend on the demand for tin. Tantalum from recycling 
will depend on the price of tantalum concentrate. as the price of 
tantalum concentrate rises, more recycling of tantalum will  
become economic. based on reported expansion plans for 
existing mines and expansion of recycling and tantalum from  
tin, a growing deficit is forecast. Deficit of primary production 
of tantalum ore could be mitigated by the use of inventories held 

along the supply chain (Zogbi, 2012, p. 92–94). Conventional 
mining accounted for about one-half of supply in 2011. if 
conventional mining accounts for all of the expected growth, 
an additional 500 t of tantalum in mine expansions and new 
projects will be needed to account for that amount of material. 
Current producers collectively are expected to increase 
production by 600 t of tantalum, and projects currently being 
planned will increase production by more than 1,300 t of 
tantalum. Thus, expansions at existing operations and projects 
in the pipeline are more than adequate to meet anticipated 
growth. Processing capacity will also need to increase to convert 
that ore and concentrate into intermediate and final chemical 
and metal products (Roskill information Services ltd., 2012, 
p. 2, 6, 21–23, 31–33).

as microelectronic use increases, so shall tantalum sputtering 
target use, assuming no significant technological change. 
Tantalum alloys have high strength and high-temperature 
resistance, making them useful in jet and rocket engine 
applications. High corrosion resistance makes tantalum alloys 
and tantalum coatings useful in chemical process applications 
or other severe industrial applications. Thus, tantalum use in 
superalloys and tantalum alloys is expected to follow trends 
in aircraft jet engines and chemical plant construction and 
renovation. Tantalum carbide is very hard and temperature 
resistant and is used in cutting tools, machine tool bits, and 
teeth in construction, drilling, and mining equipment. as 
such, tantalum use would be expected to change in response 
to changes in construction, drilling, metal manufacturing, and 
mining activities. in addition to being used as precursors to other 
chemicals, tantalum chemicals are used in a wide variety of 
applications including optoelectronics, optical element coating, 
piezoelectronics, CVd deposition, and powder metallurgy. The 
large number of tantalum chemicals with a wide variety of uses 
results in a highly fragmented market (Zogbi, 2012, p. 42–47, 
51, 64, 66, 72).

Tantalum consumption is forecast to reach 3,000 t in 2017 
from 2,000 t in 2012, yielding an average annual growth rate 
of 8.4%. For the end-use markets used in the referenced study, 
consumption is expected to increase for all categories, but at 
different average annual growth rates. From 2012 to 2017, the 
annual average growth rate for the consumption of powder for 
capacitors is expected to be 6%, to 981 t in 2017 from 726 t in 
2012; powder for carbide, 1%, to 168 t from 159 t; powder for 
alloys, 1%, to 281 t from 263 t; tantalum ingot, 7%, to 209 t 
from 150 t; tantalum chemicals, 2%, to 454 t from 417 t; and 
mill products and other, 2%, to 367 t from 327 t (Zogbi, 2012, 
p. 74–90).
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Tantalum-Niobium international Study Center.

2010 2011 2012 2013 2014
united States:

Exports, Nb content2 metric tons 281 363 385 435 1,110
imports for consumption:

mineral concentrates, Nb content do. 5 23 32 75 101
Niobium metal, gross quantity3 do. 1,380 1,460 1,440 1,360 1,870
Niobium oxide, Nb contente do. 824 1,120 1,220 997 1,020
Ferroniobium, Nb contente do. 6,280 6,910 7,430 6,140 8,120

Reported consumption, Nb content
Raw materials do. W W W W W
Ferroniobium and nickel niobium do. 5,590 9,060 7,460 7,500 8,210

apparent consumption, Nb content do. 8,210 9,160 9,730 8,140 10,000
Value:4

Niobium ores and concentrates (gross quantity) dollars per kilogram 19.84 39.34 23.54 16.96 14.94
Niobium oxide (gross quantity) do. 30.32 37.69 44.43 43.47 37.04
Ferroniobium (gross quantity) do. 24.01 26.43 27.63 27.29 25.78

World, production of niobium-tantalum concentrates, Nb content metric tons 49,000 r 50,100 r 62,700 57,000 r, e 55,900 e

TablE 1
SaliENT Niobium STaTiSTiCS1

4Weighted average value of imported plus exported materials.

eEstimated. rRevised. do. ditto. W Withheld to avoid disclosing company proprietary data.

2includes natural and synthetic niobium ore and concentrates, niobium oxide, niobium ferroalloy, and unwrought niobium metal and alloys.

1data are rounded to no more than three significant digits, except values.

3includes niobium and articles made of niobium.
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2013 2014
End use:

Steel:
Carbon 1,250 1,680
Stainless and heat-resisting 828 918
Full alloy (2) (2)

High-strength low-alloy 747 757
Electric (2) (2)

Tool (2) (2)

unspecified 3,080 3,160
Total 5,900 6,510

Superalloys 1,580 1,680
alloys (excluding steels and superalloys) 21 23

Grand total 7,500 8,210
Stocks, december 31:

Consumer 388 381
Producer3 W W

Total 388 381
National defense Stockpile, total uncommitted inventory by material:

Niobium metal ingots 10.0 10.0
Tantalum carbide powder 1.80 1.80

TablE 3

W Withheld to avoid disclosing company proprietary data. 
1data are rounded to no more than three significant digits; may not add to totals shown.
2Included with “Steel, unspecified.”
3Ferroniobium only.

(metric tons of niobium and tantalum content)

NiCKEl Niobium, aNd GoVERNmENT SToCKS bY maTERial iN THE uNiTEd STaTES1
REPoRTEd CoNSumPTioN, bY ENd uSE, iNduSTRY SToCKS oF FERRoNiobium aNd

2010 2011 2012 2013 2014
united States:

Exports:
Tantalum ores and concentrates2 58 65 124 107 126
Tantalum metal 246 443 341 591 422
Tantalum and tantalum alloy powder 134 140 111 146 206

imports for consumption:
mineral ores and concentrates 9 60 82 200 273
Tantalum metal and tantalum-bearing alloys3 1,590 1,800 932 904 960

Reported consumption, raw materials W W W W W
apparent consumption 1,160 1,210 437 260 479
Price, tantalite,4 Ta2o5 content dollars per kilogram 120 275 239 260 221
Value,5 tantalum ores and concentrates, gross quantity do 32 46 45 68 69

World, production of niobium-tantalum concentrates, Ta content 922 r 1,000 r 1,110 r 1,210 r, e 1,200 e

TablE 2
SaliENT TaNTalum STaTiSTiCS1

(metric tons of contained tantalum, except where noted otherwise)

5Weighted average value of imported plus exported materials.

eEstimated. rRevised. do. ditto. W Withheld to avoid disclosing company proprietary data. 
1data are rounded to no more than three significant digits.
2includes natural and synthetic tantalum ore and concentrates.
3includes unwrought powders, unwrought alloys and metals, waste and scrap, and wrought alloys and metal.
4average annual price per Ta2o5 content as reported in Ryan’s Notes.
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