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Perlite

By Shawnna M. Bennett
Domestic survey data and tables were prepared by Joseph M. Krisanda, industry data analyst, and the world production 

table was prepared by Glenn J. Wallace, international data coordinator.

in 2013, the amount of domestic processed crude perlite 
sold or used increased modestly compared with that of 2012. 
the quantity of expanded perlite produced has declined since 
2000 and decreased sharply in 2009, primarily owing to declines 
in new home construction, and has remained at those lower 
levels through 2013.

exports of processed crude perlite increased to 51,000 metric 
tons (t) in 2013, and imports of processed crude perlite 
marginally decreased to 187,000 t. trade data in this report are 
from the U.S. Census Bureau and PierS, a U.S. trade database 
compiled by the Journal of Commerce. World production 
of processed crude perlite, from 15 countries, was roughly 
2.5 million metric tons (Mt) in 2013 (table 4), which is a 
5% increase from 2.4 Mt in 2012. Percentages in this report 
were computed using unrounded data.

Production

Domestic production data for perlite were compiled by the 
U.S. Geological Survey (USGS) from two voluntary annual 
surveys—one for domestic mine operations (processed crude 
perlite) and one for expanding plants. the expanding plants 
used domestic and imported processed crude perlite. Processed 
crude perlite was produced by six companies with nine mines 
in five States. All except one of the producers responded to the 
USGS survey in 2013. Crude perlite sold or used increased by 
7% (table 1). the leading crude perlite mining company was 
imerys Perlite USA, inc. in 2013.

Perlite was expanded at 48 plants throughout the 
United States. Of the 48 active plants, 25 plant operators 
responded to the USGS survey, representing about 52% of the 
total expanded perlite sold or used. Production information 
for non-responding companies was estimated using previously 
reported data with adjustments based on currently reported 
production trends. the top three perlite-expanding companies 
were Armstrong World industries, inc., Silbrico Corp., and 
USG Corp. in 2013, according to reported data. the top nine 
companies producing expanded perlite, each with production of 
more than 15,000 t, accounted for about 80% of the expanded 
perlite sold or used in the United States in 2013. the remaining 
20% was produced by 19 companies.

Perlite was expanded, usually for local consumption, in 
27 States. the leading States, each with more than 20,000 t 
of expanded perlite sold or used were, in descending order, 
illinois, Georgia, Pennsylvania, Michigan, Minnesota, 
California, Mississippi, Florida, and Oregon. these nine States 
accounted for 77% of the expanded perlite sold or used in the 
United States. the amount of expanded perlite sold or used by 
State was listed for those States with three or more companies 
operating in each State; for other States, individual data were 

withheld to avoid disclosing company proprietary data, but were 
included in “Other” (table 2).

Consumption

in 2013, domestic apparent consumption of processed crude 
perlite was 555,000 t, which was a 10% increase compared with 
that of 2012 and about 4% lower than in 2011.

expanded perlite consumed for construction-related uses, the 
major market for expanded material, was 236,000 t, a decrease 
of about 3% compared with that of 2012. Construction uses 
of expanded perlite, which consisted of concrete aggregate, 
formed products, masonry- and cavity-fill insulation, and plaster 
aggregate, accounted for about 51% of total domestic sales 
of expanded perlite in 2013. expanded perlite consumption 
increased for nearly all end uses (table 3).

Prices

Processed crude perlite was sold at an average value of 
$57 per metric ton, which was an 8% increase compared with 
that of 2012. Perlite consumed by expanding plants operated 
by the mining companies was valued at $48 per ton, which was 
a 7% increase compared with that of 2012. the average value 
for all perlite sold or used by mining companies was $55 per 
ton, which was a 6% increase compared with that of 2012. the 
average value of expanded perlite was $320 per ton, an increase 
of 3% compared with $310 per ton in 2012 (table 1).

the average value of expanded perlite by use was, in 
descending order, low-temperature insulation, $588 per ton; 
masonry- and cavity-fill insulation, $475 per ton; horticultural 
aggregate, $470 per ton; filter aid, $447 per ton; fillers, $431 
per ton; plaster aggregate, $427 per ton; concrete aggregate, 
$418 per ton; high-temperature insulation, $266 per ton; and 
formed products, $191 per ton (table 3).

Foreign Trade

the U.S. Census Bureau reports perlite and vermiculite in 
a combined category; therefore, the exact quantities of perlite 
exports and imports are not available and must be estimated 
based on information received from the U.S. Census Bureau 
and PierS. the U.S. Census Bureau data contains information 
on the shipping ports, which can be useful in distinguishing 
between vermiculite and perlite, especially for exports.

Perlite was exported to approximately 60 countries in 
2013 with Canada, the republic of Korea, and Mexico as the 
leading consumers of perlite exported from the United States. 
Perlite exports increased by 34% from last year’s estimates. 
exports may have increased owing to decreased international 
production of processed crude perlite (table 4).
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imports of processed crude perlite, almost exclusively from 
Greece, remained level at 150,000 t. S&B industrial Minerals 
S.A. (Kifisia, Greece) was the primary supplier of processed 
crude perlite imports to the United States. the average customs 
value of perlite imports from Greece in 2013 was estimated to 
be $104 per ton. Other notable sources of perlite reported by the 
U.S. Census Bureau are China and Zimbabwe. Most imported 
perlite arrived through the ports of Brunswick, GA; Mobile, Al; 
Philadelphia, PA; and Wilmington, De. After arriving at one of 
these ports, the perlite is shipped to expanding plants throughout 
the States east of the Mississippi river.

World Review

World production of perlite was estimated to be 2.5 Mt in 
2013, which is a 5% increase from that of 2012 (table 4). Based 
on available information, the United States was estimated to be 
the leading consumer of processed crude and expanded perlite 
in 2013 but was only the third-leading producer of crude perlite 
(excluding production levels in China, which were not available) 
(table 4). turkey and Greece produced 1,075,949 t and 
600,000 t, respectively, in 2013. it is likely that iran produced 
perlite in 2013, but current statistics are unavailable. About 30 
countries produced perlite in 2013. Owing to the lack of reliable 
information, total production in table 4 does not include all 
major producing countries, such as China, which was probably 
the top producer in the world.

Outlook

total consumption of processed and expanded perlite in the 
United States in 2014 is expected to increase slightly from the 
levels in 2013. Prices for expanded perlite have not experienced 
major fluctuations over the past 2 years and will likely continue 
on a similar trend with no major obstacles to the recovery of the 
market. With an increased interest in sustainability and “green” 
living, perlite consumption could increase further as more 
novel perlite products become available. As housing and office 
construction increases, as it already has in some areas of the 

United States, perlite consumption is likely to increase. Perlite 
imports in 2014 are expected to increase modestly from the 
levels in 2013. For 2014, the average price of expanded perlite 
is expected to remain near the 2013 level.

Perlite expanding plants, mostly in the eastern United States, 
continued to purchase imported perlite, and imports offer strong 
competition to domestic perlite producers. imported perlite has 
accounted for about one-quarter to one-third of the consumption 
of processed crude perlite in the United States during recent 
years, and that trend is expected to continue contingent on the 
availability and cost of ocean freight. With the opening of two 
mobile expanders, imerys may create even stronger competition 
for domestic market prices; however, strong competition from 
other countries is expected to continue as domestic and foreign 
suppliers continue to compete for market share amid fluctuating 
transportation costs, whether rail or ocean freight.
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2009 2010 2011 2012 2013
Perlite mined2 304 529 469 471 471
Processed crude perlite:

Sold to expanders:
Quantity 263 319 300 319 r 340
Value 13,100 16,500 16,600 17,000 r 19,300
Average value dollars per metric ton 50 52 55 53 57

Used at own plants to make expanded perlite:
Quantity 85 95 120 74 r 79
Value 4,000 5,090 6,990 3,340 r 3,800
Average value dollars per metric ton 47 54 58 45 48

total, sold and used:
Quantity 348 414 420 393 r 419
Value 17,100 21,600 23,600 20,400 r 23,100
Average value dollars per metric ton 49 52 56 52 55

expanded perlite:
Production, quantity 450 472 477 462 r 466
Sold or used:

Quantity 439 471 475 460 r 463
Value 132,000 143,000 144,000 143,000 r 148,000
Average value dollars per metric ton 302 304 302 310 320

2Crude ore mined and stockpiled for processing.

tABle 1
Perlite MiNeD, PrOCeSSeD, AND eXPANDeD iN tHe UNiteD StAteS1

(thousand metric tons and thousand dollars unless otherwise specified)

rrevised.
1Data are rounded to no more than three significant digits, except average value; may not add to totals shown.
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Country3 2009 2010 2011 2012 2013e

Armenia 35,000 e 95 r 229 r 181 r 53 4

Australia5 6,500 7,000 7,000 7,000 r 7,000
Georgia NA r NA r NA r NA r NA
Greece5 862,935 760,000 e 842,870 r 680,000 r 600,000 4

Hungary5 83,000 r 71,000 70,899 r 72,364 r 64,000
iran NA r NA r NA r NA r NA
italy 60,000 60,000 60,000 60,000 60,000
Japan 220,000 210,000 200,000 200,000 190,000
Mexico5 51,395 31,779 31,779 r 30,750 r 30,700
Philippines 4,606 4,756 6,272 9,221 r 14,249 4

Slovakiae 25,000 4 23,000 r 23,000 r 24,000 r 24,000
South Africa NA r NA r NA r NA r NA
turkey5 522,832 545,585 702,673 r 887,600 r 1,075,949 4

United States6 348,000 414,000 420,000 393,000 r 419,000 4

Zimbabwe 3,000 1,000 1,000 1,000 1,000
total 2,220,000 r 2,130,000 r 2,370,000 r 2,370,000 r 2,490,000

6Processed ore sold and used by producers.

1World totals, U.S. data, and estimated data are rounded to no more than three significant digits; may not add to totals shown.
2Unless otherwise stated, figures represent processed ore output. Contains data available through March 4, 2015.
3in addition to the countries listed, Algeria, Bulgaria, China, Cyprus, Georgia, iceland, Morocco, Mozambique, and russia, are thought 
to have produced perlite, but output is not reported, and available information is inadequate to make reliable estimates of output levels.
4reported figure.
5Crude ore.

tABle 4
Perlite: WOrlD PrODUCtiON, BY COUNtrY1, 2

(Metric tons)

eestimated.  rrevised.  NA Not available.


